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Technical Report PolymerMetall® 
 

TEC-# 013 
Wear tests 
 
Used products 
MM-metal SS-steelceramic / Ceramium® 
 
Dry wear test 
 

 
The type of wear phenomena occurring at the tests corresponds with the sliding abrasion (three 
body abrasion) according to DIN 50320. 
 
Wet wear test 
 

 
 
The type of wear phenomena occurring at the tests corresponds with the particle erosion 
(erosion water) according to DIN 50320. 
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